






 

Page 8 of 9 
 

19 September, 2023 
Mr. Rajesh Gupta 
Unistone Panels Pvt. Ltd. 
Plot No--5A, Bhanpuri Industrial Area 
Raipur-492001, Chhattisgarh  

 
Your Ref. No: Your email dated 20/03/2023 
Our Ref. No.: FT/11/113/2021/09 
 

Subject: Testing and investigation of aluminium composite materials (ACM) properties as per  
               ASTM standards as specified under ACM specifications of HPCL. 

                  
 

 
Test results pertain only to samples submitted to us. 
 
 

 
 
(Dr. Jayant Jain)       (Dr. Suresh Neelakantan) 

 
 
 

Sr. 
No Description Test Methods Specifications Results 

1. 

Chemical 
Compositions 

(% mass) 
% Copper (as Cu) 

% Magnesium (as Mg) 
% Silicon (as Si) 
% Iron (as Fe) 
% Zinc (as Zn) 

% Titanium (as Ti) 
% Manganese (as Mn) 
% Aluminium (as Al) 

ASTM E-3061-17 SEM-EDX 

A5005 
 
 

0.10 
0.53 
0.40 
0.38 
0.06 
0.02 
0.02 

98.49 
2. Type of Coating PVDF Using FTIR instrument 

3. 
 LDPE Granules 

MFI Density Type of Polymer 

 0.84 (gm/10 minutes) 0.926 (gm/cc) LDPE 

4. Surface Protective Film Thickness  72.7 µm 
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Featured here CT 402 Sparkle RedFeatured here CT 402 Sparkle Red
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Gloss & Solid

CT-86 Ink Blue

CT-127
Glossy Black CT-89 Dark Grey



Gloss & Solid

CT-86 Ink Blue

CT-127
Glossy Black CT-89 Dark Grey



Gloss & Solid

CT-84 Emerald Green

CT-128 Glossy Blue



Gloss & Solid

CT-84 Emerald Green

CT-128 Glossy Blue



CT-81
Glossy Garden Green

CT-125
Glossy Red

CT-87 Sunny Yellow UT

P
R
E
M
I
U
M

CT-126
Glossy White

CT-82 Purple

CT-85 Special White
CT-76

Glossy Orange
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CT-17 Electrum Gold



CT-17 Electrum Gold











Coil Thickness + 0.02MM

The samples in this catalogue are for reference only. Shades may vary batch to batch. For best results 
always request a product sample.

For best results kindly refer to the CityBond ACP Installation guide.
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